LOOSE-POUR DENSITY \ \ \ )
TEST REPORT

Project : Quality Assurance

Location : Front Pit Sand

Client: Wilson Resources Ltd

Contractor : =

Sampled by : Not stated

Date sampled : - (received 11/09/2023)

Sampling method : As received

Sample description : pit Sand

Sample condition: Moist Project No : 2-68123.00
Lab Ref No: HATI6I_LP
Client Ref No : -

Test Results

Sample Loose - Pour Density 1440 kg/m?*

Test Method Notes

NZS 3111: 1986 Test 10 Sample has been oven dried before testing.

(Loose-pour Density Test only)

Date tested :  13/09/23
Date reported : 20/09/23 This report may only be reproduced in full
All information supplied by Client

Approved -
Designation: Senior Civil Enginee/l %/ia’an

Date : 20/09/23
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