LIGHTWEIGHT PARTICLES
TEST REPORT

Project :

Location :

Client:

Contractor :
Sampled by :

Date sampled :
Sampling method :
Sample description :
Sample condition:
Source :

Quality Assurance
Front Sand Pit
Wilson Resources Ltd
Not stated

- (received 11/09/23)
As received

Pit Sand

Moist

Front Sand Pit

\\\l)

Project No:
Lab Ref No:
Client Ref No : -

2-68123.00
HATI6T_LWP

Test Results

Lightweight material 3.0%
Test Method Notes
NZS 3111 : 1986 Test 9

Date tested:  14/09/23
Date reported : 20/09/23

Approved Signatory

Sampling is not covered by IANZ Accreditation. Results apply only to sample tested.

This report may only be reproduced
All informa#lon supplied by Client

in full
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Test results indicated as not
accredited are outside the
scope of the laboratory’s
accreditation
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WSP

Hamilton (Fox St)

Quality Management Systems Certified to ISO 9001

4 Fox Street

Private Bag 3057, Waikato Mail Centre, 3240,

Hamilton, New Zealand

Telephone +64 7 856 2870

Website www.wsp.com/nz



